
Density Determination Table 

 

Water 1.0 g/ml 

Copper (metal) 8.9 – 9.2 g/cm3 

Brass (metal) 8.0 g/cm3 

Steel (metal) 7.6 g/cm3 

Aluminum (metal) 2.7 g/cm3 

Acrylic (plastic) 1.16 – 1.19 g/cm3 

Oak (wood) .6 - .9 g/cm3 

Nylon (plastic) 1.13 g/cm3 

Pine (wood) .3 - .6 g/cm3 

Poplar (wood) .3 -.5 g/cm3 

PVC (plastic) 1.4 – 1.5 g/cm3 

Polystyrene (plastic) .9 - 1.0 g/ml 

 

Water 1.0 g/ml 

Brass  8.0 g/ml 

Aluminum 2.7 g/ml 

Nylon (medium dense plastic) 1.13 g/ml 

Polystyrene (least dense plastic) .9 - 1.0 g/ml 

PVC (most dense plastic) 1.4 – 1.5 g/ml 

 


